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!
FOREWORD

This report was prepared for the Department of the Air Force
Ballistic Missile Office (BMO) in compliance with Contract No.
F04704-80-C-0006, CDRL Item No. 004A2. It presents the results
of Valley-Specific Aggregate Resources studies within and
adjacent to selected areas in Utah and Nevada that are under
consideration for siting the MX system.

This volume contains the results of the aggregate resources
studies in Dry Lake, Muleshoe, Delamar, and Pahroc valleys. It
is the first of several Valley-Specific Aggregate Resources
investigations which will be prepared as separate volumes.
Results of this report are presented as text, appendices, and[ two drawings.
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I
EXECUTIVE SUMMARY

This report contains the Valley-Specific Aggregate Resources

Study (VSARS) evaluation for Dry Lake, Muleshoe, Delamar, and

Pahroc valleys in Nevada. It is the first in a series of re-

ports that contain valley-specific aggregate information on the

location and suitability of basin-fill and rock sources for con-

crete and road-base construction materials. Field reconnais-

sance and limited laboratory testing, existing data from the

State of Nevada Department of Highways, previous regional aggre-

gate investigation, and ongoing Verification studies provide the

basis for the findings presented.

A classification system based on aggregate type and potential

use was developed to rank the suitability of all basin-fill and

rock aggregate sources. Four aggregate types have been desig-

nated; coarse, fine, and coarse and fine (multiple) aggregates

derived from basin-fill sources and crushed rock aggregates

derived from rock sources. Each aggregate type was then classi-

fied using the following definitions:

Class I Potentially suitable concrete aggregate and road-base
material source.

Class II Possibly unsuitable concrete aggregate/potentially
suitable road-base material source.

Class III Unsuitable concrete aggregate or road-base material
source.

rDecisions on assigning a particular aggregate source to one of
* the three classes were determined from Fugro National and

existing laboratory aggregate tests performed as part of this

4 11Ef- I3 NfllgUin,|N .
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I
study (abrasion resistance, soundness, and alkali reactivity),

and to a lesser degree, field visual observations.

Emphasis in this study was placed on the identification of Class

I basin-fill, coarse aggregate. These deposits are considered

to be the primary sources of concrete and road-base construction

materials. Results of the study are presented on a 1:125,000

scale aggregate resources map (Drawing 2) and are summarized as

follows:

1. Coarse Aggregate - Three major Class I coarse aggregate

basin-fill deposits were located in the four-valley study

area.

a. An extensive alluvial fan complex west of the Bristol,
Highland, and Burnt Springs ranges in east-central Dry
Lake Valley.

b. Older lacustrine deposits west of Pahroc Valley (Pah-
ranagat Valley).

c. Limited alluvial fan deposits bordering the Delamar
Mountains in east-central Delamar Valley.

Potential Class II coarse aggregate sources are widespread

and extensive in the study area. Although boundaries of

specific deposits could not be delineated, they are typi-

Ically located within alluvial fans flanking Class I and/or

Class II rock sources.

4 2. Fine Aggregate - Most coarse aggregate basin-fill sources

*are also potential multiple sources (coarse and fine) that

will supply varying quantiti s of fine aggregate either from

7 1 -
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i I
the natural deposit or during processing. However, specific

alluvial fan deposits, predominantly comprised of Class I

fine aggregate material were identified in northern Muleshoe

Valley flanking the Bristol Range and Dutch John Mountain.

3. Crushed Rock - Abundant Class I crushed rock sources sur-

round the study area. Unnamed upper Cambrian and Pennsyl-

vanian and the Highland Peak and Guilmette formations are

widespread carbonate rocks (limestone and dolomite) that

compose most Class I sources. Individual units or combina-

tions of these units are most extensive in the northern por-

tions of Muleshoe Valley and eastern Dry Lake and Delamar

valleys. The useability of any of these rock units as

sources of crushed rock aggregate will depend on their loca-

tion and accessibility within the study area and minability.

Additional aggregate testing and field investigations will be

required to further refine the lateral and vertical extents of

classification boundaries and define exact physical and chemical

characteristics of a particular deposit or rock source within

the valley.

4
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1.0 INTRODUCTION

1.1 STUDY AREA

This report presents the results of the Valley-Specific Aggre-

gate Resources Study completed for Dry Lake, Muleshoe, Delamar,

and Pahroc valleys (Figure 1). Located in the central portion

of Lincoln County, Nevada, the area is elongate in shape with

north-south trending alluvial basins flanked by carbonate and

volcanic rock mountain ranges. Cave, White River, and Pahrana-

gat valleys border the site on the west and Lake and Pine

valleys form the eastern boundary.

U.S. Highway 93 provides access along the eastern boundary and

to the central study region. State Highway 38, an improved

gravel road, provides access to the western border. A network

of unpaved roads and 4-wheel-drive trails crisscross the site

area (Drawing 1).

The valleys are mainly comprised of desert rangeland. Several

active mining operations are located in the Bristol and Highland

ranges. The towns of Pioche and Caliente, Nevada, lie just

within the east-central border of the Valley-Specific area and

are serviced by the mainline of the Union Pacific Railroad from

Salt Lake City, Utah, to Las Vegas, Nevada.

1.2 BACKGROUND

The MX aggregate program began in 1977 with the investigation of

Department of Defense (DOD) and Bureau of Land Management (BLM)

lands in California, Nevada, Arizona, New Mexico, and Texas

-hmi u KVA aL. sie.
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(FN-TR-20D). Refinement of the MX siting area added portions of

Utah and Nevada that were not studied in the initial Aggre-

gate Resources Evaluation Investigation (AREI). This additional

area (Figure 2), defined as the Utah Aggregate Resources Study

area (UARSA), was evaluated in Fall 1979 and a second general

aggregate resources report (FN-TR-34) was submitted on 3 March

1980. Both general aggregate investigations were designed to

provide regional information of the general location, quality,

and quantity of aggregates that could be used in the construc-

tion of the MX system.

Subsequent to the general studies, Valley-Specific Aggregate

Resources Studies (VSARS) were developed in FY 79 to provide

more detailed information on potential aggregate sources in

,.P specified valley areas.

1.3 OBJECTIVES

The primary objective of the VSARS program is to classify on a

valley basis, basin-fill deposits and rock for suitability as

concrete and road base construction materials. The VSARS format

is designed to select and present the locations of the most

acceptable aggregate sources for preliminary construction

planning and follow-on, detailed aggregate investigations.

1.4 SCOPE

The scope of this investigation required office and field

investigations and included the following:

(1) Collection and analysis of available existing data on
the quality and quantity of potential concrete aggre-
gate and road base material sources. American Society

-1hmmm iv~si~. 1
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of Testing and Materials (ASTM) standards and Standard
Specifications for Public Works Construction (SSPWC)
were used to evaluate quality.

(2) Aerial and ground reconnaissance of all identified
potential aggregate sources in the valley area, with
more detailed investigation and sample collection of
likely basin-fill (coarse and fine aggregates) and
rock (crushed rock aggregates) construction material
sources.

(3) Laboratory testing to supplemuent available existing
data and to provide detailed information to assist in
determining the suitability of specific basin-fill or
rock deposits as construction material sources within
the valley area.

(4) Development and application of an aggregate classifi-
cation system (Section 2.5) that emphasizes aggregate
type (coarse, fine, or crushed rock) and potential
construction use (concrete and/or road base).

w
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2.0 STUDY APPROACH

2.1 EXISTING DATA

Collection of existing test data from available sources was an

important factor in the VSARS program. The principal source of

existing data directly pertaining to aggregate construction

materials was the State of Nevada Department of Highways (Appen-

dix A). The majority of this information is related to the

use of aggregate material for asphaltic concrete, base course in

road construction, or ballast material. However, many of the

suitability tests for these types of construction materials are

similar to those for concrete and were applicable to this

investigation (Appendix A).

2.2 SUPPLEMENTAL FUGRO NATIONAL DATA

Supplemental Fugro National data were obtain from: (1) field

data and supplementary test data compiled during the general

aggregate resources study (FN-TR-20D), (2) Dry Lake Valley Veri-

fication study (FN-TR-27-DL-I and II), (3) Muleshoe, Delamar,

and Pahroc Verification studies (in progress), and (4) the

current Valley-Specific Aggregate Resources Study (Appendix A).

Although the primary objective of the initial, general aggregate

study was directed toward developing regional evaluations and

rankings of all potential aggregate sources, the 20 data points

included in the Valley-Specific study area (Drawing 1) also

supplied specific aggregate information. These 20 stops con-

tained three 100-pound samples collected for limited laboratory

testing (Appendix A).
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Verification geologic maps were an initial source of information

on the type and extent of basin-fill units within specific

valley area. In addition, Verification study data included

information from 25 trench locations distributed thoughout the

study area (Drawing 1). Depths of the selected trenches ranged

from 5 to 18 feet. While the Verification studies are not

specifically designed to generate aggregate data, the sampling

techniques and testing procedures (Appendix A) are applicable to

the aggregate evaluation.

The VSARS program required aerial and ground reconnaissance of

the study area to collect additional information to verify

conditions determined during the data review. Included in the

63 field station data stops was the collection of 23 samples for

laboratory testing. Potential coarse and fine aggregate basin-

fill samples were collected by channel sampling stream cuts or

occassional man-made exposures. Potential crushed rock aggre-

gate samples were obtained from exposures of fresh or slightly

weathered material whenever possible. The weight of the samples

collected range between 100 and 150 pounds. Hand samples, which

generally did not exceed 5 pounds in weight, were collected for

office analyses.

Identification of basin-fill materials in all field studies

4 followed ASTM D2488-69 Description of Soils (Visual-Manual

Procedure), and the Unified Soil Classification System (Appendix
C, C). Rock identifications followed procedures described in the

-ImOMAISILL IN.
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Quarterly of the Colorado School of Mines and Standard Investi-

gative Nomenclature of Constituents of Natural Mineral Aggre-

gates (ASTM C294-69).

2.3 DATA ANALYSIS

Geologic and engineering criteria were used in the evaluation of

potential aggregate sources within the study area. This was

supplemented by laboratory analysis of selected samples during

the Valley-Specific aggregate testing program (Table 1). Coarse

aggregate is defined as plus 0.185 inch (4.699 mm) fine gravel

to boulders basin-fill material. Fine aggregate is defined as

minus 0.375 inch (9.52 mm) coarse to fine sand basin-fill

material. While all laboratory tests supplied definitive

information, the soundness, abrasion, and alkali reactivity

results were considered the most critical in determining the use

and acceptability of a potential aggregate source.

2.4 PRESENTATION OF RESULTS

Results of the study are presented in textual form, tables, two

1:125,000 scale maps, and appendices. Drawing 1 presents the

location of the 121 existing test data and supplemental Fugro

data sites within the study area. Drawing 2 presents the

location of all VSARS laboratory sample sites and all potential

basin-fill and rock aggregate sources within the valley area.

In addition, these potential aggregate sources are classified

according to proposed aggregate use and type (Section 2.5).
V

---- ' ;-:t = ; o - _. L < .. .. .. .. ... ... ... t " ..... . . . . . . . _ _ _ _ . . _
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ASTM TEST SAMPLE TYPE AND NUMBER OF TESTS
____________________________ COARSE FINE ROCK

ASTM C-88; SOUNDNESS BY USE OF 11 10 6
MAGNESIUM SULFATE

ASTMI C-131; RESISTANCE TO ABRASION 12 8
BY USE OF THE LOS ANGELES MACHINE

ASTM C-136; SIEVE ANALYSIS 12 10

ASTM C-289; POTENTIAL REACTIVITY
OF AGGREGATES (CHEMICAL METHOD)23

ASTM C-127 AND C-128; SPECIFIC GRAVITY 9 3 5
AND ABSORPTION

AGGREGATE TESTS
DRY LAKE, UULESNOE. BELMAR,

0 AND PANROC VALLEYS
AGGREGATE RESOURCES STUDIES. NEVADA
MI SITING INVESTIGATIONTA

DEPARTMENT OF THE AIR FORCE Bo

S JUN so-
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Geologic unit symbols utilized in Drawing 2 relate to standard

geological nomenclature whenever possible. Undifferentiated

basin-fill and rock units were established primarily to accomo-

date accuracy of data and map scale and may contain deposits

which could supply significant quantities of high quality

materials. A conversion table to relate these geologic symbols

to Fugro geologic unit nomenclature is contained in Appendix E.

All contacts which represent distinct boundaries between geolog-

ic units are shown as solid lines in Drawing 2. The contacts

are dashed where the depicted data were extrapolated beyond the

limits of the source data or where accuracy of the data may be

questionable. Local small deposits of one geologic unit may be

found in close association with a larger deposit of a different
w

geologic unit. Due to the reconnaissance level of the field

investigation or scale limitations, these smaller deposits could

not be depicted on the aggregate resources map and have been

combined with the more prevalent material. Similarly, poten-

tial aggregate source classifications are preliminary and may

contain lesser amounts of material of another use or type.

Therefore, all classification lines are dashed and delimit the

best aggregate evaluations possible at this level of investi-

gation. In cases of highly variable rock or basin-fill units

and limited aggregate tests, boundaries could not be drawn and

information is presented as point data on Drawing 2.

Appendices contain tables summarizing the basic data collected

during Fugro National's supplemental field investigations, the

-r INIu-nsL,
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results of Fugro National's supplemental testing programs,

and existing test data gathered from various outside sources

(Appendix A), an explanation of caliche development (Appendix

B), the Unified Soil Classification System (Appendix C), photo-

graphs of typical aggregate sources within the study area

(Appendix D), and a geologic unit cross reference table (Appen-

dix E).

2.5 PRELIMINARY CLASSIFICATION OF POTENTIAL AGGREGATE SOURCES

A system was developed to preliminarily classify all potential

aggregate sources in the study area. This classification is

designed to present the best potential sources of coarse, fine,

coarse and fine (multiple source), and crushed rock aggregate

types within a Valley-Specific area (Drawing 2) based on poten-

tial aggregate use (Table 2). Concrete aggregate parameters are

the principal consideration in this report as materials suitable

for use as concrete aggregate are generally acceptable for use

as road-base material. Therefore, the three classifications

described below were based primarily on results of the abrasion,

soundness, and alkali reactivity tests.

Class I Potentially suitable concrete aggregate and road base
material source. Coarse and crushed rock aggregates
which either passed abrasion, soundness, and alkali
reactivity tests or passed abrasion and soundness
tests and were not tested for alkali reactivity; fine
aggregates which either passed soundness and alkali
reactivity tests or passed soundness tests and were
not tested for alkali reactivity.

Class II Possibly unsuitable concrete aggregate/potentially
suitable road-base material source. Coarse, fine,
and crushed rock aggregates which either failed the
soundness and/or alkali reactivity tests or were
classified only by field visual observations or other
test data.

-Ihm..urn iw
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AGGREGATE USE CLASSIFICATION

AGGREGATE CHARACTERISTIC'

CLASS I CLASS I CLASS "'

ABRASION RESISTANCE, PERCENT WEAR 2  <50 -50 .50

Na SO4  -12 -- 12 -12
COARSE AGGREGATE

Mge SO4  -, 1 .I 19ie1

SOUNDNESS,
PERCENT LOSS 3

Na SO4  - O .. O -- 10

FINE AGGREGATE

Mg SO4  C15 5 " 15

INNOCUOUS TO
POTENTIAL ALKALI REACTIVITY POTENTIALLY DELETERIOUS DELETERIOUS

DELETERIOUS

1. AGGREGATE CHARACTERISTIC ASED ON STANDARD TEST RESULTS

2. ASTI Ct31 (500 REVOLUTION )

3. AST" CB8 (5 CYCLES)

4. ASTM C289

PRELIMINARY AGGREGATE CLASSIFICATION SYSTE
VALLEY-SPECIFIC AGGREGATE RESOURCES STUDY

MX SITING INVESTIGATION Taut
DEPARTMENT OF THE AIR FORCE - 0 2

8 JUN so 
F
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Class III Unsuitable concrete aggregate or road base material
source. Coarse and crushed rock aggregates which
failed abrasion test and were excluded from further
testing. Fine, and rarely, coarse aggregates com-
posed of significant amounts of clay- and silt-sized
particles.

Sources not specifically identified as Class I, II, or III from

the three critical test results or clay- and silt-sized particle

content, are designated as Class II sources. All classifica-

tions are preliminary with additional field reconnaissance,

testing, and case history studies needed to confirm adequacy,

delimit areal boundaries, and define exact physical and chemical

characteristics.

The following publications/sources were used in defining the

three use classifications:

(1) ASTM C33-74A Standard Specifications for Concrete
Aggregate,

(2) SSPWC Part II Construction Sections 200-1.1, 1.4, 1.5,
and 1.7,

(3) Literature applicable to concrete aggregates,

(4) Industrial producers of concrete aggregates, and

(5) Consultants in the field of concrete aggregates.

lhnmwsSa.1m
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3.0 GEOLOGIC SETTING

3.1 PHYSIOGRAPHY

The study area lies entirely within the Basin and Range physio-

graphic province. Primary physiographic features are controlled

by block faulting which has produced the uplifted mountains and

down-dropped alluvial filled basins characteristic of this

region. Mountain ranges and valley basins generally trend

north-south. Elevations within the valley range from about

6400 feet (1950 m) at the northern end of the study area to

approximately 4400 feet (1340 m) near the southern terminus.

Nine mountain ranges bound the valley basin areas. These are

the Schell Creek, North Pahroc, Hiko, and South Pahroc ranges on

the west and the Fairview, Bristol, Ely Springs, Highland, Burnt

JSprings, Chief, and Delamar ranges on the east (Drawing 2).

Topographic relief between mountain ridges and basins is gener-

ally greatest along the northern and eastern valley margins and

ranges from 1000 to 4000 feet (305 to 1220 m). Drainage is

essentially closed within Dry Lake and Delamar valleys, whereas,

open drainage characterizes Muleshoe and Pahroc valleys.

3.2 LOCATION AND DESCRIPTION OF GEOLOGIC UNITS

Paleozoic, Mesozoic, and Cenozoic rocks are found in bedrock

highs and mountains within and adjacent to the study area

(Drawing 2). Paleozoic sediments consist predominantly of

massively to thinly bedded limestones and dolomites with inter-

bedded sandstones, shales, and quartzites. These sediments are

located across the entire Valley-Specific area, and where not

NATUSSAL. IN0.
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exposed in bedrock highs, underlie younger geologic units.

Unconformably overlying Paleozoic rocks within the site region

are Mesozoic deposits consisting predominantly of undifferenti-

ated volcanic and intravolcanic sedimentary rocks principally

composed of pyroclastics, mud flows, and breccias of andesitic

composition.

Cenozoic rocks uncomformably overlie Paleozoic and Mesozoic

units. These rocks consist of Tertiary intrusives, volcanics,

and Quaternary alluvial sediments. Tertiary volcanic rocks are

composed predominantly of a pyroclastic series of welded and

nonwelded vitric and crystalline tuffs that range from mafic to

rhyolitic in composition.

Quaternary alluvial deposits lie unconformably above all older

units and consist primarily of Late Pliocene and Pleistocene

alluvial fan, lacustrine, stream channel, and terrace deposits.

These units may reach a combined thickness of many thousands of

feet in the valley centers.

These geologic units have been grouped int,. ight rock and

four basin-fill geoloqic units for use in discussing potential

aggregate sources. The grouping of these units was based on

similarities in physical and chemical characteristics and map

scale limitations. The resulting units simplify discussion and

Apresentation without altering the conclusions of the study.

- NATIr AL. INS.
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3.2.1 Rock Units

Geologic rock units were grouped into the following eight

categories (Drawing 2): quartzite (Qtz), limestone (Ls),

dolomite (Do), carbonate rocks undifferentiated (Cau), sedimen-

tary rocks undifferentiated (Su), granitic rocks (Gr), basalt

(Vb), and volcanic rocks undifferentiated (Vu). Class II

granitic rocks that crop out in the southern portion of the

Bristol Range are of limited areal extent and will not be

discussed.

3.2.1.1 Quartzite - Qtz

Two lower Paleozoic quartzite deposits, the Prospect Mountain

and Eureka quartzites, crop out in the Valley-Specific study

area. Major deposits of the Prospect Mountain Quartzite are

located along the east-central and southeastern margin of the

site area along the west flank of the Highland Range, in the

southern end of the Chief Range, and within the west-central

portion of the Delamar Mountains (Drawing 2). The formation

consists of reddish brown to white, thin to massively bedded,

well indurated, fine-grained quartzite with interbeds of less

resistant quartzite, micaceous shale, pebble conglomerates,

and arkosic sandstone layers. Diabase dikes and sills of

basaltic appearance locally intrude the formation.

The Eureka quartzite crops out as small units in the central

portion of the study area. It is thin, generally less than

500 feet (150 m) thick, and because of its close associa-

tion with the Pogonip Group (Cau) is often mapped with this

INI NTALm
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formation. Quartzite units are present at the north end of

Burnt Springs and North Pahroc ranges and the south end of the

Ely Springs Range. The formation is white or light gray in

appearance, vitreous, sugary, fine- to medium-grained, massive

orthoquartzite. Interbedded sandstones and dolomitic sandstones

occur at the top and bottom of the formation.

3.2.1.2 Limestone - Ls

Limestone is a carbonate rock which is hard, durable, medium-to

massively bedded and a major cliff former within the study area.

Mapped units represent upper Paleozoic sediments principally of

Mississippian, Pennsylvanian, and Permian age. Formations

represented include the Pogonip Group, the Joanna, Mercury, and

unnamed Pennsylvanian and Permian limestones. The limestones

pare typically medium to dark gray, fine- to medlum-grained,

fossiliferous, and sparsely cherty, with well-developed bedding

and jointing. This unit is mapped chiefly in the northern

portion of the study area, with major deposits occurring in the

Grassy and Dutch John mountains, and at the northern end of the

North Pahroc Range.

3.2.1.3 Dolomite - Do

Dolomite is a high magnesium carbonate rock that is characteris-

tically dark to medium gray in appearance, medium-gralned,

sparsely to moderately cherty, hard, with well-developed bedding

and jointing. Principal formations that comprise the bulk of

this unit are the lower Paleozoic Ely Springs, Laketown, Sevy,

and Simonson dolomites. Major deposits are mapped in the Hiko
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Range west of Pahroc Valley, within the Schell Range west of

Muleshoe Valley, and the Ely Springs Range.

3.2.1.4 Carbonate Rocks Undifferentiated - Cau

Materials classified as undifferentiated carbonate rocks include

thick, complex sequences of limestone and dolomite with thin

interbeds of sandstone, shale, and siltstone. Individual units

are not delineated separately due to map scale limitations and

the highly interbedded nature of these units. Principal forma-

tions in this unit include the Highland Peak, Guilmette, and

unnamed Permian and Pennsylvanian deposits. These rocks are

typically light to dark gray in appearance, thinly to massively

bedded, hard, cherty, fossiliferous, and are durable cliff

formers. Undifferentiated carbonate units are the most exten-

.sive of the mapped sedimentary rock units within the study

area. The Bristoi and Highland Ranges along the east-central

margins of the site are almost entirely mapped as undifferenti-

ated carbonate rocks.

3.2.1.5 Sedimentary Rocks Undifferentiated - Su

Geologic formations mapped as undifferentiated sedimentary rocks

include interbedded sandstone, shale, dolomite, limestone, and

quartzite that may have been slightly metamorphosed In some

areas. These deposits are characterized by poorly indurated

material and complex, thin to medium bedding. The highly

Interbedded nature of these units prevents separation into

individual rock types (limestones, dolomites). Undifferentiated

sedimentary rocks are not a major unit within the site region
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and are located primarily in small areas along the west and east

margins in the central study area.

3.2.1.6 Basalt - Vb

Tertiary basalt mapped in the study area is characteristically

dense, dark gray to black, medium to thick bedded, locally

vesicular, and poorly jointed. Occassionally, interbeds of

volcanic agglomerate and pumice are present. Basalt is of

minor extent and outcrops primarily in and adjacent to the North

Pahroc Range.

3.2.1.7 Volcanic Rocks Undifferentiated

Undifferentiated volcanic rocks comprise the most extensive rock

unit in the study area. They range from Cretaceous to Pliocene

in age and consist predominantly of welded and nonwelded pyro-
w

clastics (air falls, ash flows, ignimbrites) of rhyolitic and

andesitic composition.

These volcanics also include intravolcanic sedimentary rock

consisting primarily of gravel, sand, and silt. Individual rock

units have not been delineated because of map scale limitations

and complex, but similar composition.

3.2.2 Basin-Fill Units

Four basin-fill units are mapped and labelled within the study

area (Drawing 2). These consist of alluvial fan (Aaf), older

lacustrine (Aol), stream channel and terrace (Aal), and undif-

ferentiated alluvial deposits (Au). Gravel (g) and sand (s)

grain-size designations have been assigned basin-fill units in
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the Verification mapped areas (e.g. Aafg). Recent playa depos-

its, a fifth basin-fill unit, are also present in Dry Lake and

Delamar valleys, but these are labelled as unsuitable aggregate

sources and will not be discussed.

3.2.2.1 Older Lacustrine Deposits - Aol

Older lacustrine deposits were formed during late Pliocene/early

Pleistocene time in response to a much wetter climate. These

deposits are located at topographically higher elevations than

recent playa deposits in the valley centers and are usually

intermixed with or overlain by alluvial fan deposits. They

range from coarse gravels to sands, silts, and clays. Classifi-

cation of these deposits depends primarily on texture and clast

composition. They occur principally in portions of Dry Lake

Valley and on the flanks of Pahranagat Valley, west of the

Pahroc Valley study area (Drawing 2).

3.2.2.2 Alluvial Fan Deposits - Aaf

Alluvial fans bordering the mountain fronts and extending out

into the valley basins are the most extensive basin-fill depos-

its within the study area. They are typically heterogeneous to

poorly stratified mixtures of boulders, cobbles, gravel, sand,

silt, and clay that grade from very coarse-grained near the

rock/alluvium contact to fine-grained near the valley centers.

Individual fan units contain poorly to well graded, angular to

subangular particles and exhibit considerable lateral and verti-

cal textural variation. Composition of the surrounding source

rock strongly controls the textural properties of material found
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in alluvial fan deposits. Fan units formed at the base of

carbonate or quartzitic rocks are characteristically coarse

grained, whereas fans developed from volcanic sources tend to be

finer grained.

Caliche development in soils, a natural process of soil develop-

ment in arid climates, ranges from none in younger fans to Stage

III (Appendix B) in older units.

3.2.2.3 Stream Channel and Terrace Deposits - Aal

Stream channel and terrace deposits within the study area are

associated with primary and secondary ept. meral streams. Sec-

ondary ephemeral streams commonly transect alluvial fan deposits

and trend normal to the ranges toward the valley axis. There,

they terminate in a central playa area (Dry Lake, Delamar Lake)

or a primary drainage system (Muleshoe Valley). Most are too

small to be depicted on Drawing 2 and have been grouped with

adjacent, more prominent units (i.e., alluvial fan, undifferen-

tiated alluvium). These deposits vary from homogeneous to

poorly stratified mixtures of sand, gravel, cobbles, and boul-

ders near mountain fronts to sands, silts, and clays near

valley centers.

3.2.2.4 Alluvial Deposits Undifferentiated - Au

Undifferentiated alluvial deposits consist of combinations of

basin-fill units that were not delineated and mapped during the

Verification program. Included in this group are alluvial fans,

older lacustrine, stream channel, stream terrace, and pediment

deposits. These alluvial deposits are homogeneous to stratified
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mixtures of boulders, cobbles, gravel, sand, silt, and clay

derived from a wide range of rock types. Composition varies

according to the characteristics of the individual units and the

source rock type. Undifferentiated alluvial deposits are

generally located along the inside margins of the valley-

specific boundaries around the study region (Drawing 2).

w
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4.0 POTENTIAL AGGREGATE SOURCES

Based on the results of field visual observations and aggregate

testing, potential basin-fill and rock sources were divided into

three basic material types (i.e., coarse, fine, and crushed

rock) and classified into one of the three use categories

(Section 2.5). Basin-fill deposits tested in the study area

may be placed within a multiple type category, (coarse and

fine aggregate source). Coarse aggregate is defined as plus

0.185 inch (4.699 mm) fine gravel to boulders and fine aggregate

is defined as minus 0.375 inch (9.52 mm) coarse to fine sand.

Classification boundaries (Drawing 2) of basin-fill aggregate

sources were generalized and will require additional studies to

accurately define their location. Boundaries of identified

crushed rock sources are based on the areal map extent of the

geologic formations tested (i.e., Eureka Quartzite, Guilmette

Formation, Pogonip Group) and not on the aggregate geologic unit

(i.e., Cau, Do, Qtz) described in Section 3.2.1.

In the following discussion, the best potential coarse, fine,

or crushed rock source within each Class I and Class II category

is presented first; followed by successively less probable

sources. This ranking of deposits is preliminary and based

upon an analysis of Fugro National and exisiting data.

.4
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4.1 BASIN-FILL SOURCES

4.1.1 Coarse Aggregate

4.1.1.1 Potentlallx Suitable Concrete Aggregate and Road
Base Material Sources - Class I

Extensive Class I coarse aggregate sources are located along the

east side of Dry Lake Valley in alluvial fan units bordering the

Class I crushed rock sources in Bristol, Highland Peak, West,

Ely Springs, and Burnt Springs ranges (Drawing 2). The alluvial

fan units consist predominantly of moderately to moderately well

graded, sandy gravels with subangular to subrounded carbonate

and quartzite clasts. Laboratory test data indicate these de-

posits have acceptable abrasion, soundness, and alkali reactiv-

ity values for Class I coarse material (Appendix A). Sieve

analysis of these samples suggest that the fan deposits are

biased toward the fine end and may lack material in the coarse

fraction for crushing. Overburden averages 1 to 3 meters and

consists predominantly of caliche cemented gravels (Stage II to

III)°

Access to these deposits is provided by several unpaved roads

that crisscross the area and minability is considered good to

excellent. Additional field reconnaissance and testing will be

necessary to accurately define the limits of this source.

Class I coarse aggregate deposits are also present in older la-

custrine deposits (Aolg) within Pahranagat Valley southwest of

Pahroc Valley (Drawing 2). These deposits consist of moderately

well-graded, medium dense to dense, stratified sandy gravels

composed primarily of carbonate clasts. Coarse fragments are

6Pm m mL.
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subrounded and sufficient material greater than 3/4-inch exists

for crushing. Testing was completed on two samples at widely

separated locations and test results are available from three

State of Nevada Highway pits. Results were positive, with

acceptable losses in the abrasion and soundness tests. Overbur-

den ranged from 1 to 5 meters (averaging 2.5 meters) and con-

sists primarily of sandy material.

Limited coarse alluvial fan deposits (Aafg) in east-central

Delamar Valley were also identified as Class I aggregate sources

(Drawing 2). The unit consists of moderately well-graded, medi-

um dense, sandy gravels derived primarily from nearby quartzite

and carbonate rocks. Seive analysis indicates sufficient quan-

tities of material exist above the 3/4-inch size for crushing.
w

Abrasion and soundness losses were within acceptable limits but

testing for alkali reactivity was not made on this sample.

Overburden thickness averages less than 1 meter on this deposit.

Additional Class I coarse aggregate sources are present in

alluvial fan deposits east of Dutch John Mountain at the north

end of the study area. These deposits consist of medium dense,

poorly graded sandy gravels with overburden averaging less

than 1 meter In thickness. Although boundaries of this unit

could not be drawn from the field reconnaissance and limited

4laboratory testing, field observations suggest that most

alluvial fan units bordering Class I rock sources at the north-

ern end of the study area may qualify as Class I aggregate

sources.
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4.1.1.2 Possibly Unsuitable Concrete Aggregate/Potentially

Suitable Road-Base Material Sources - Class II

A limited stream channel deposit in Antelope Canyon, just north

of Caliente, Nevada, was identified during the investigation as

a Class II source of coarse aggregate. This deposit is com-

posed primarily of quartzitic clasts derived from the Prospect

Mountain Quartzite (Class II rock source). The deposit consists

of medium dense, moderately well-graded, sandy gravel with

subangular to subrounded clasts. Test results indicate an

acceptable abrasion loss but lack of soundness results require a

Class II ranking. A favorable soundness test would qualify this

unit as Class I.

Based on field observations, Class II coarse material may be

present in alluvial fans near the rock/ alluvium contact of

nearly all mountain ranges. Access and mining of these sources

should be good to excellent across the study region.

4.1.1.3 Unsuitable Concrete Aggregate or Road Base Mate-

rial Sources - Class III

No unsuitable coarse aggregate sources were identified in the

study area during the Valley-Specific investigation.

4.1.2 Fine Aggregate

4.1.2.1 Potentially Suitable Concrete Aggregate and Road-

Base Material Sources-Class I

Class I fine aggregate sources are located in alluvial fan

deposits bordering the north end of the Bristol Mountain Range

and consist of medium dense, moderately well-graded, gravelly

sands (Drawing 2). Gravel clasts within the unit are derived
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predominantly from Class I carbonate rocks. Soundness test

results are within Class I standards for fine aggregate (Table

2). Field observations indicate that deleterious substances are

minor and the overburden thickness averages between I and 2

meters. The untested coarse aggregate content ranges from 20 to

40 percent and based on results of aggregate tests for coarse

units in the same general fan complex, may also qualify as a

Class I source. Access is provided by several unpaved roads

that traverse the alluvial fan complex. Minability is consider-

ed good to excellent. Boundaries of Class I fine aggregate

sources could not be delineated at this level of investigation

and will require additional field studies and testing to define

accurately.

Class I fine aggregates sources were also identified in alluvialw

fan deposits east of Dutch John Mountain in the northern portion

of the study area. These deposits are predominantly poorly

graded sandy gravels that meet Class I requirements for coarse

(Section 4.1.1.1) and fine aggregate sources (multiple source).

Boundaries of this unit could not be defined at this level of

investigation. Based on field observations, other potential

Class I fine aggregate sources may exist in alluvial fan or

older lacustrine deposits derived from detritus of identified

Class I crushed rock sources.

4
*4.1.2.2 Possibly Unsuitable Concrete Aggregate/Potentially

Suitable Road-Base Materials Sources - Class II

Class II fine aggregate sources are located in alluvial fan

units that receive sediments from the Bristol, Highland, and
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Burnt Springs ranges (Drawing 2). These deposits consist of

moderately well graded, medium dense, gravelly sands and sandy

gravels predominantly of carbonate rock origin. Gravel com-

prises from 13 to 55 percent of the sieved samples with clasts

consisting primarily of limestones and dolomites derived from

the nearby mountain ranges. Soundness losses were unacceptable

and alkali reactivity tests were not run on these samples.

Abrasion and soundness tests completed for the coarse material

from the same alluvial fan complex are well within Class I

standards (Table 2). Based on these results, aggregate sources

in these areas may provide good multiple sources where gravels

comprise a significant percentage of the deposit (Section

4.1.1.1).

An additional Class II fine aggregate source of limited areal

extent was noted in a stream channel deposit in Antelope Canyon,

just north of Caliente, Nevada. Sand-sized particles comprise

up to 45 percent of this sandy gravel multiple source unit

whose coarse fraction tested as a Class II coarse aggregate

source.

Boundaries of Class II fine aggregate sources could not be

delineated on Drawing 2 at this level of investigation and will

require additional field reconnaissance and testing to accurate-

ly delineate. Additional sources of Class II fine aggregate are

probably available in almost all alluvial fan units bordering

Class I crushed rock sources.

L~
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4.1.2.3 Unsuitable Concrete Aggregate or Road-Base Mate-

rial Sources - Class III

Class III fine aggregate sources are located in the valley

basins and are comprised predominantly of older lacustrine and

recent playa deposits (Drawing 2). These sediments are typical-

ly interbedded and stratified moderately dense fina sand, silt,

and clay.

4.2 CRUSHED ROCK SOURCES

4.2.1 Potentially Suitable Concrete Aggregate and Road-Base
Material Sources - Class I

Class I crushed rock sources are widely distributed throughout

the study area. The most extensive deposits occur in the

Bristol, Highland, and Burnt Springs ranges in east-central Dry

Lake Valley (Drawing 2) and consist primarily of limestones and

dolomites from the Highland Peak formation and unnamed Upper

Cambrian limestones and dolomites (Cau). Field observations and

limited laboratory testing (Appendix A) of the Highland Peak

Formation indicate that splitting characteristics are favorable

for crushing and abrasion and soundness losses are moderate to

low (Table 2). Alkali reactivity tests have not been complet-

ed on this formation. Limest)ne from this rock unit has been

previously quarried at the south end of the Highland Range

and used In road construction. This formation also forms the

principal Class I material of the Burnt Springs Range and is the

major crushed rock source In the central Delamar Mountains.

Unnamed Upper Cambrian limestones and dolomites, although not as

extensive as the Highland Peak Formation, are also present as
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major deposits in the Highland, Burnt Springs, and Ely Spring

ranges. Limited field observations suggest that the limestones

within this formation are hard, have good splitting characteris-

tics and no observable deleterious properties. Test results

show no undesireable aggregate characteristics for a Class I

rock unit (Table 2), however, alkali reactivity has not been

tested in this source.

Access to deposits in the Bristol and Highland ranges is pro-

vided by numerous unpaved roads from Pioche, Nevada to the east

and the valley basin to the west. The minability of these

deposits is considered fair to very good, depending primarily on

the slope of the terrain and the repose of the rock unit. Class

I deposits of the Burnt Springs and Ely Springs ranges, because

of their close proximity to the valley basin, would provide an

excellent, highly accessibly and minable source of Class I

crushed rock aggregate for the southcentral portion of the area

of investigation.

Unnamed Pennsylvanian limestones (Ls) and the Guilmette Forma-

tion (Cau) form large Class I crushed rock sources at the

northern end of the study area (Drawing 2). Major deposits of

Pennsylvanian limestone occur primarily within the Dutch John

and Grassy mountains region, northern North Pahroc Range, and as

small units in the Schell Creek Range. Abrasion, soundness, and

alkali reactivity test results are all well within Class I

requirements. Field observations indicate that the formation is

hard to very hard, fine grained, and has slabby splitting

I n . .. n n . . . . . - . . . .. . . . . .... ...
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characteristics. Existing unpaved roads provide good access to

exposures of this formation located near the rock/alluvium con-

tact and the minability of this unit is generally considered

good.

The Guilmette Formation forms numerous bedrock highs and low

hills in the northern half of the Dry Lake study area. Scat-

tered small knolls composed of rocks primarily from this forma-

tion lie within the valley basin parallel to and east of the

North Pahroc Range. The Guilmette Formation forms about one-

half of the West Range in the east-central portion of the region

and portions of the Schell Creek Range and Dutch John Mountain

at the northern end of the study area. A small section of this

unit is also located in the Hiko Range bordering Pahroc Valley

in the southwest portion of the area of investigation. Data

from laboratory testing indicates that the limestones display

acceptable abrasion and soundness values. Alkali reactivity

tests were not run on this unit. Field observations indicate

rock jointing is favorable and deleterious materials were

generally minor in extent. Access and minability is excellent,

especially for those units located within the valley basin.

Class I andesitic volcanic rocks (Vu) were identified at the

northern end of the Bristol Range (Drawing 2). While not

considered a primary source of Class I crushed rock due to

lateral and vertical lithologic variations, acceptable test

results indicate that volcanic rocks of this composition could

1 mn INANIIMYL. N
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make potentially suitable crushed rock sources in areas where

unit boundaries can be defined.

A sandstone member within the Simonson Dolomite (Do) was the

only Class I crushed rock aggregate source tested in Pahroc

Valley. Although the formation forms major deposits within the

Hiko Range in the southwest section of the region and small

deposits within the Schell Creek Range at the northern end

of the study area, Class I ranking was given only to the sand-

stone unit. Additional laboratory testing will be necessary to

classify the acceptability of the entire formation as a Class I

aggregate source. The access and minability of this crushed

rock source is considered very good within the Hiko Range.

4.2.2 Possibly Unsuitable Concrete Aggregate/Potentially

Suitable Road-Base Material Sources - Class II

No Class II crushed rock aggregate sources were specifically

identified from the laboratory testing program. Extensive rock

units indicated on Drawing 2 as Class II crushed rock sources

were classified only by field visual observations. The predom-

inant types of rock in this category are undifferentiated vol-

canics of a highly variable lithologic composition and certain

Paleozoic carbonates and sedimentary rocks.

The Prospect Mountain Quartzite (Qtz) was identified as a Class

II crushed rock source within the Chief Range at the southern

end of Dry Lake Valley and in Delamar Valley within the central

portion of the Delamar Range. Field observations indicate that
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the quartzite is very hard, having slabby splitting characteris-

tics, and no deleterious materials. A Class II ranking was

given this formation because direct measurements of aggregate

characteristics were not made. However, further examination and

laboratory testing may give it a Class I designation.

4.2.3 Unsuitable Concrete Aggregate or Road Base Material

Sources - Class III

Two crushed rock aggregate sources failed aggregate abrasion

tests and were identified as Class III geologic units. The

unsuitable sources included an exposure of Eureka Quartzite

(Qtz) at the northern end of the Burnt Springs Range and rhyo-

litic tuffs (Vu) located at the southern end of Delamar Valley

(Drawing 2).

°.
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5.0 CONCLUSIONS

Results of the Valley-Specific aggregate investigation indicate

that potentially good to high quality (Classes I and II) basin-

fill and crushed rock aggregate sources are present within the

Dry Lake, Muleshoe, Delamar, and Pahroc Valley Specific study

area to meet construction requirements of the MX system (Drawing

2).

5.1 POTENTIAL BASIN-FILL AGGREGATE SOURCES

5.1.1 Coarse Aggregate

Major Class I coarse aggregate deposits listed in order of

potential suitability, have been identified within the following

areas:

1. Alluvial fan deposits west of the Bristol, Highland,
and Burnt Springs ranges in east-central Dry Lake
Valley,

2. Older lacustrine sediments west of Pahroc Valley (Pah-
ranagat Valley),and

3. Alluvial fans bordering the Delamar Mountains in east-
central Delamar Valley.

Field observations indicate additional sources of Class I coarse

aggregate may be available in alluvial fan deposits adjacent to

the rock/ alluvium contact of Class I crushed rock sources.

Potential Class II coarse aggregate sources are widespread and

extensive in the study area. Although boundaries of specific

deposits could not be delineated, they are typically located

within alluvial fans flanking Class I and/or Class II rock

sources.
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5.1.2 Fine Aggregate

While most coarse aggregate sources will supply quantities of

fine aggregate either from the natural deposits or during pro-

cessing, several fine aggregate sources were sampled and tested.

Class I fine aggregate deposits were identified in alluvial fans

bordering Class I rock sources at the north end of the Bristol

Range and near Dutch John Mountain (multiple sources). Further

field reconnaissance will be required to identify and delineate

additional Class I fine aggregate sources, however, based on

field observations, potential sources may exist in alluvial fan

units derived from Class I rock sources.

Potential Class II fine aggregate sources are widespread and

extensive in the study area. Specific deposit boundaries could

not be delineated but typically occur basinward of most Class I

and Class II coarse aggregate deposits and/or rock exposures.

5.2 POTENTIAL CRUSHED ROCK AGGREGATE SOURCES

Class I crushed rock sources exist In most sections of the study

area. The most suitable deposits and their corresponding

locations are listed below:

1. Unnamed Upper Cambrian - Eastern Dry Lake Valley

and Pennysylvanian car- (Bristol, Highland, Ely
bonates Highland Peak Springs, West, and Chief
Formation Guilmette ranges)
Formation

2. Highland Peak Formation - Eastern Delamar Valley
(Central Delamar Mountains)

-Vmu n u
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3. Unnamed Pennsylvanian - Northern Muleshoe Valley
limestones (Schell Creek Range and Dutch

John and Grassy mountains)

4. Guilmette Formation - Northwestern Pahroc Valley
(Hiko Range)

Class I crushed rock sources, exposed within the Burnt Springs,

West and Ely Springs ranges, because of their close proximity to

the valley basin and good to excellent minability, could provide

crushed rock material for much of the central valley area.

Undifferentiated volcanics and limited sedimentary units widely

distributed throughout the study area comprise most of the Class

II crushed rock sources delineated on Drawing 2.

w

---d4 .... " • _



FN-TR-37-a
40

6.0 RECOMMENDATIONS FOR FUTURE STUDIES

Future aggregate studies should include a program to refine the

lateral and vertical boundaries of Class I basin-fill, coarse

aggregate sources and define their exact physical and chemical

characteristics. The following procedures are recommended to

achieve these objectives.

1. An examination of stereo aerial photographs of the Class I
basin-fill and surrounding areas. Emphasis should be placed
on the determination of grain-size and compositional varia-
tions within the preliminarily defined Class I source areas
and the delineation of any subareas.

2. Field reconnaissance and selection of areas for sampling
with standard backhoe equipment.

3. A laboratory aggregate testing program to evaluate the
concrete making properties of the Class I basin-fill aggre-
gate sources. This should include a concrete mix design
test program and where needed, additional Los Angeles
abrasion, soundness, and alkali reactivity tests.

w

This study would provide information on the relative economic

aspects of the various Class I basin-fill sources necessary for

developing plant designs and locations, mining methods, and

concrete mix designs. It should be initiated immediately to

minimize any impact on pre-construction planning considerations.

F-Hm~InmMg
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APPENDIX A

Fugro National Field Station and Supplementary
Test Data and Existing Test Data Summary Tables -
Dry Lake, Muleshoe, Delamar, and Pahroc Valleys
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EXPLANATION OF FUGRO NATIONAL
FIELD STATION AND SUPPLEMENTARY

TEST DATA

Fugro National field stations were established at locations

throughout the Valley-Specific study area where detailed de-

scriptions of potential basin-fill or rock aggregate sources

were recorded (Drawing 1). All field observations and labora-

tory test data on samples collected at selected stations are

presented in Table A-i. Data entries record conditions at

specific field station locations that have been generalized in

the text and Drawing 2. Detailed explanations for the column

headings in Table A-I are as follows:

Column Heading Explanation

Map Number This sequentially arranged numbering system
was established to facilitate the labelling

.of Fugro National field station locations
and existing data sites on Drawing 1 and to
list the correlating information on Tables
A-1 and A-2 in an orderly arrangement.

Field Station Fugro National field station data are com-
prised of information collected during:

o The Valley-Specific Aggregate Resources
Study; sequentially numbered field
stations were completed by two investiga-
tive teams (A and B). The Dry Lake
Candidate Deployment Area (DLCDP) desig-
nation is obsolete. The presently
understood study area consists of Dry
Lake, Muleshoe, Delamar, and Pahroc
valleys.

o The general aggregate investigation in
Nevada (NV); R and H indicate ground and
aerial reconnaissance stops, respective-
ly.

o The Verification study in Dry Lake (DL),
Muleshoe (MS), Delamar (DM), and Pahroc
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Column Heading Explanation

Field Station (P) valleys; trench data (T) were re-
(cont.) stricted to information below the soil

horizon (I to 2 meters).

Location Lists major physiographic or cultural
feature in/or near which field stations or
existing data sites are situated.

Geologic Unit Generalized basin-fill or rock geologic
units at field station or existing data
locations. Thirteen classifications,
emphasizing age and lithologic distinctions
were developed from existing geologic maps
to accomodate map scale of Drawing 2.

Material Except in cases where soil or rock samples
Description were classified on laboratory results, the

descriptions are based on field visual
observations utilizing the Unified Soil
Classification System (See Appendix C for
detailed USCS information).

Field Observations

Boulders The estimated percentage of boulders and
and/or cobbles is based on an appraisal of the en-

Cobbles, tire deposit. Cobbles have an average dia-
Percent meter between 3 and 12 inches (8 and 30 cm);

boulders have an average diameter of
12 inches (30 cm) or more.

Gravel Particles that will pass a 3-inch (76 mm)
and are retained on No. 4 (4.75 mm) sieve.

Sand Particles passing No. 4 sieve and retained
on No. 200 (0.075 mm) sieve.

Fines Silt or clay, soil particles passing No.
200.

Plasticity Plasticity index is the range of water
(Index) content, expressed as percentage of the

weight of the oven-dried soil, through which
the soil is plastic. It is defined as the
liquid limit minus the plastic limit. Field
classification followed standard descrip-
tions and their ranges are as follows:

None - Nonplastic (NP) (PI, 0 - 4)
Low - Slightly plastic (PI, 4 - 15)
Medium - Medium plastic (PI, 15 - 30)
High - Highly plastic (Pi, > 31)

N-hu.u A Luus. IMu.
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Column Heading Explanation

Hardness A field test to identify materials that are
soft or poorly bonded by estimating their
resistance to impact with a rock hammer;
classified as either soft, moderately hard,
hard, or very hard.

Weathering Changes in color, texture, strength, chemi-
cal composition or other properties of rock
outcrops or rock particles due to the action
of weather; field classified as either fresh
or slight(ly) moderate(ly) or very weath-
ered.

Deleterious Substances potentially detrimental to con-
Materials crete performance that may be present in

aggregate; includes organic impurities,
low density material, (ash, vesicules,
pumice, cinders), amorphous silica (opal,
chert, chalcedony), volcanic glass, caliche
coatings, clay coatings, mica, gypsum,
pyrite, chlorite, and friable materials,
also, aggregate that may react chemically or
be affected chemically by other external
influences.

Laboratory Test Data

" Sieve The determination of the proportions of par-
Analysis ticles lying within certain size ranges in

(ASTM C 136) granular material by separation on sieves of
different size openings; 3-inch, 1 1/2-inch,
3/4-inch, 3/8-inch, No. 4, No. 8, No. 16,
No. 30, No. 50, No. 100 and No. 200.

No. 8, No. 50 Asterisked entries used No. 10 and No. 40
sieves, respectively.

Abrasion Test A method for testing abrasion resistance of
(ASTM C 131) an aggregate by placing a specified amount

in a steel drum ( the Los Angeles testing
machine), rotating it 500 times, and deter-
ming the material worn away.

Soundness CA = Coarse Aggregate
Test FA = Fine Agregate

(ASTM C 88)

CA, FA The testing of aggregates to determine their
resistance to disintegration by saturated
solutions of magnesium sulfate. It fur-
nishes information helpful in judging the
soundness of aggregates subject to weather-
ing action, particularly when adequate

'NMm NaNAL, um.
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Column Heading Explanation

information is not available from service
records of the material exposed to actual
weathering conditions.

Specific Methods to determine the Bulk Specific Gray-
Gravity and ity, Bulk SSD Specific Gravity (Saturated -
Absorption Surface Dry Basis), and Apparent Specific
(ASTM C 127 Gravity and Absorption as defined in ASTM
and 128) E12-70 and ASTM C 125, respectively.

Alkali This method covers chemical determination of
Reactivity the potential reactivity of an aggregate
(ASTM C 289) with alkalies in portland cement concrete as

indicated by the amount of reaction during
24 h at 80 C between 1 N sodium hydroxide
solution and aggregate that has been crushed
and sieved to pass a No. 50 (300- p m) sieve
and be retained on a No. 100 (150- Pm)
sieve.

Aggregate Use I = Class I; potentially suitable concrete
aggregate and road-base material
source.

II = Class II; possibly unsuitable concrete
aggregate/potentially suitable road-
base material source.

III = Class III; unsuitable concrete aggre-
gate or road base material source.

c = coarse aggregate
f = fine aggregate

f/c = fine and coarse 1jgregate
cr = crushed rock

All sources not specifically identified as
Class I, II, or III from the abrasion,
soundness, or alkali reactivity tests or the
content of clay- and silt-sized particles,
are designated as Class II sources.
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FIELD GEOLOGIC MATERIAL USCS= LOCATION ,

STATION UNIT DESCRIPTION SYMBOL

1 DLCDP-A1 Dry Lake Qtz Quartzite
Valley

2 DLCDP-A2 Dry Lake Ls Limestone
Valley

3 DLCDP-A3 Dry Lake Aals Gravelly Sand SP T 3
Valley

4 DLCDP-A4 Dry Lake Su Sandstone
Valley

5 DLCDP-A5 Dry Lake Do Dolomite
Valley

6 DLCDP-A6 Schell Creek Do Dolomite
Mountains

7 DLCDP-A7 Silver King Aafs Sandy Gravel GP T
Mountains

8 DLCDP-A8 Dry Lake Vu Welded Tuff
Valley

9 DLCDP-A9 Burnt Peak Su Sandstone
Mountains

10 DLCDP-A10 Dry Lake Qtz Quartzite
Valley

11 DLCDP-A11 Dry Lake Do Dolomite
Valley

12 DLCDP-A12 Dry Lake Aals Gravelly Sand SP T
Valley

13 DLCDP-A13 Dry Lake Vu Tuff
Valley

/



FIELD OBSERVATIONS
DISTRIBUTION OF
iATERIAL FINER
THAN COBBLES, ETETRUSIEVE ANALYSIS. PERCENT PASSING (Uj DELETERIOUS

I-[CN , '12 2', MATERIALS

a , . 3: 1* . " 0. NO. NO. NO.
S4 8 16

Hard Slight None

Hard Slight <5% Chert

T 35 60 5 None 5% Caliche
Nodules

Very Slight Friable
Hard

Hard Slight <5% Chert, Calcite
Veins

Hard Slight Calcite Veins

T 50 45 5 None <5% Caliche
Nodules

Hard Moderate Pumice

Very Fresh None
Hard

Hard Slight None

Hard Slight Calcite Veins

T 15 80 5 None 15% Volcanic Ash

Soft Slight Ash

,2~d



LABORATORY TEST DATA

SPECIFIC GRAVITY AIASSORPTION-a. (ASTI! C 127 AND t 128) ALl
|SSING (ASTI C 136) ;;-' - SOUNDNESS TEST AREAC

___________ SPECIFIC GRAVITY .- SPECIFIC GRAVITY (ASTI
NO. NO. NO. NO. -NO. PERCENT PERCENT LOSS BULK APPAl- w . Ur BULK CAPAA- cc
16 30 50 100 200 CA FASSO ENT 0-= SSO ENT

22.3 1.11 2.80 2.82 2.85 0.57 InnocUOUs

L-
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ALKALI
REACTIVITY c

- (ASTM C 289) r:m

mmm

CA FA

Hcr

Hcr

llf/c

11cr 4i

Innocuous Icr

llcr

IIc/f

Hecr

IIcr

IIcr

IIcr

'If.

IIcr

FUGRO NATIONAL FIELD STATION
AND SUPPLEMENTARY TEST DATA

DRY LAKE, MULESHOE. DELAMAR. AND PAHROC VALLEYS

MI SITING INVESTIGATION IL
DEPARTMENT OF THE AIR FORCE -no Ai
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FIELD LCTO GEL ICMATERIAL USCS

SAINUNIT DESCRIPTION SYMBOL ac,

14 DLCDP-A14 Dry Lake Aais Gravelly Sand SP-Sm
Valley

15 DLCDP-A15 Dry Lake Aafs Gravelly Sand SP-SM
Valley GP-.GM

16 DLCDP-A16 Dry Lake Vu Andesite
Valley

17 DLCDP-A17 Dry Lake Aatg Silty Sandy Gravel GH
Valley

18 DLCDP-Al8 Dry Lake Aafs Gravelly Sand S#4
Valley

19 DLCDP-A19 Dry Lake Aa13 Gravelly Sand SP-Sm
Valley

20 DLCDP-A20 Dry Lake Aafs Silty Sand Sm 0
Valley

21 DLCDP-A21 Burnt Spring Aafs Sandy Gravel GP-GM
Range

22 DLCDP-A22 Dry Lake Vu Ash Flow
Valley

23 DLCDP-A23 Burnt Spring L3 Limestone
Range

24 DLCDP-A24 Burnt Spring L3 Limestone
Range

25 DLCDP-A25 Dry Lake Aal3 Sandy Gravel GP
Valley

I JUN60o



FIELD OBSERVATIONS

DISTRIBUTION OF
MATERIAL FINER CM
THAN COBBLES, SIEVE ANALYSIS. PERCENT PASSING (ASTHI

&"C DELETERIOUS

MATERIALS
3- l NO. NO. NO. NO.w 3" 14"

19 CA14 U 16 3D

None 10% Caliche 100 78.8 62.7 46.7 36.2
Nodules and
Friable Mtils.

None 12% Caliche 98 94.7 87.4 72.1 55.3 44.2 33.8 25.2
Nodules

Hard Slight Volcanic Glass
and Vesicles

None 20% Caliche and 100 98.3 91.8 76.2 54.5 43.1 36.1 31.1
Clay Nodules

None 15% Caliche 100 81.1 7u.2 60.4 51.9
Nodules

None 5% Caliche 100 86.9 64.8 43.4 28.5
Nodules

5% Pumice

10 70 20 None None

None Volcanic Glass. 93.7 84.3 73.3 59.7 46.5 38.4 30.2 22.9
Caliche Coatings

Mod. Moderate Volcanic Glass
Hard and Pumice

Hard Slight None

Hard Slight Calcite Veins

10% Intermediate 100 99 90.2 67.6 66.5
Volcanlos

L&



LABORATORY TEST DATA
SPECIFIC GRAVITY AND ABSORPTION- SONDES TST(ASTM C 127 ANO C 128) ALKALI

(ASTI C 136) SOUNDNESS TEST(ASTO C 8e) COAS AGGREGAE FINE AGGREGATRACJT

-_SPECIFIC GRAVITY ,_M SPECIFIC GRAVITY - (ASTM C 21

NO. PERCENT PERCENT LOSS BULK BUL BULK APPAC ABULKR w- " e B ULK CAAR
3 . '1 W 20 E R CA I FASS ENT """ SSO ENT . wC

36.2 27.1 15.9 9.7 12.6 2.63 2.68 2.77 1.96

25.2 17.0 11.4 7.5 25.3 8.80 18.64 2.59 2.65 2.73 1.98

23.2 7.87 2.56 2.61 2.69 1.92 Potentially
Deleterious

31.1 26.6 22.2 17.7 29.8 13.58 18.08 2.58 2.6 2.72 2.05 Innocuous Ing

51.9 42.2 33.2 25.9 21.85

28.5 18.7 13.9 11.3 30.13 2.69 3.9

22.9 14.9 9.5 6.5 25.0 13.79 30.23

26.5 2.88

27.9 11.19 2.56 2.61 2.70 1.99 Innocuous

HLD LAKE.

DEPAR1

-3 

4



owALKALI0.
REACT.IVITY 3eLU

AVITY ~ (ASTM C 289) C

A TP CA FA
ENT __________

2.77 1.96lt

Ic
Ii f

Potentially Icr
Deleterious

Innocuous Innocuous Ic

'If

2.69 3.9 Uf

'If

Ic
itf

IIcr

11cr

Innocuous Ic

FUGHO NATIONAL FIELD STATION
AND SUPPLEMENTARY TEST DATA

MY LANE. MULESHOE. DELAMAK. AND PANIUC VALLEYS

ON SITING INVESTIGATION M

DEPARTMENT OF THE AIR FORCE - uA-1
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* FIELD GEOLOGIC MATERIAL USCS
STA LICTIO UNIT DESCRIPTION SYMBOL

~~L STATIO

26 DLCDP-A26 Dry Lake Vu Welded Tuff
Valley

27 DLCDP-A27 Dry Lake Vu Rhyolite
Valley

28 DLCDP-A28 Dry Lake Aafs Gravelly Sand SP T 35
Valley

29 DLCDP-A29 Highland Ls Limestone
Range

30 DLCDP-A30 Dry Lake Aol Sandy Gravel GP
Valley

31 DLCDP-A31 Dry Lake Aaf Gravelly Sand SP 10 415
Valley

32 DLCDP-A32 Pahranagat Aol Gravelly Sand Sp
Valley

33 DLCDP-A33 Pahranagat Aol Sandy Gravel GP
Valley

34 DLCDP-A34 Pahroc Vu Rhyolite
Valley

35 DLCDP-A35 Pahroc Su Sandstone
Valley

36 DLCDP-A36 Pahroc Ls Limestone
Valley

37 DLCDP-A37 Pahroc Aafs Sandy Gravel GP 5
Val11ey

0 JUN sol



FIELD OBSERVATIONS
SDISTRIBUTION OF

NATERIAL FINER C-0ATEAOLES - ELET SIEVE ANALYSIS. PERCENT PASSING
THAICBBEPS

THC2CNTOBE, Uj DE LETER IOUS
C.3 ERCENT

-. MATERIALS "2- ,.,, W€7 ,,. 0 "'3" 1 , , NO0. NO. NO.

Hard Slight Volcanic Glass
and Pumice

Mod. Slight Volcanic Glass
Hard and Pumice

T 35 60 5 None Volcanic Glass,
Ash, Caliche
Nodules

Hard Slight None

None <5% Chert, Caliche 90.3 72.6 51.7 35.9 25.7
Coatings

0 45 55 T None 5% Chert, Caliche
Volcanic Glass

None Caliche Coatings 100 97.8 90.0 78.7 59.8 44.7 30.9
and Low Density
Mtls.

None 10% Intermediate 80.5 58.4 38.4 25.0 16.5
Volcanics, Chert,

Caliche

Mod. Moderate Volcanic Glass,
Hard Pumice, Mica

Hard Slight None

Hard Slight <5% Chert

5 70 30 0 None <5% Chert
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LABORATORY TEST DATA

SPECIFIC GRAVITY AND ABSORPTION-,_ (ASTN C 127 AND C 128)
PASSING (ASTI C 136) SOUNDNESS TEST A TG C 27 N G128)

(ASTM C Be) (AI
__-___ ____SPECIFIC GRAVITY,- SPECIFIC GRAVITY

* NO. NO. NO. NO. -NO. PERCENT PERCENT LOSS BULK APPA R UL BULK JAPPA CABULKBUKC16 30 50 100 200 WEA CA FA SS ENT • SS ENT

27.3 1.91

24.3 4.14 2.68 2.70 2.74 0.71

7 30.9 20.9 12.4 7.5 4.6 34.7 18.15 35.30 2.45 2.53 2.66 3.31 Potentil
Deleterl

23.9 3.86 2.54 2.58 2.66 1.81

35.5 3.64 2.63 2.65 2.69 0.81

.7



IOA ALKAL I
REACTIVITY C~

AVITY (ASTM C 209)c=

APPAR-
ENT 1! CA FA

11cr

11cr

h1f/c

Ic r

Ic
if'

Ihf/c

Potentially Deleteriou! Hf/c
Deleterious

Ic

11cr

Icr

FA NATIONAL FIELD STATIONAND UPPEMENARYTEST DATA
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B" "' AT
FIELD GEOLOGIC MATERIAL USCS TH= LOCATION

z STATION UNIT DESCRIPTION SYMBOL

38 DLCDP-A38 Dry Lake Do Dolomite
Valley

39 DLCDP-A39 Dry Lake Vu Andesite
Valley

40 DLCDP-A40 Dry Lake Qtz Quartzite
Valley

41 DLCDP-A41 Dry Lake Aol Gravelly Sand SP T 25
Valley

42 DLCDP-A42 Dry Lake Aafs Gravelly Sand SP 0 30
Valley

43 DLCDP-A43 Dry Lake Aafg Sandy Gravel GP
Valley

44 DLCDP-A44 Dry Lake Aafs Silty Sandy Gravel GM

Valley

45 DLCDP-A45 Antelope Aal Gravelly Sand SP T 45
Canyon

46 DLCDP-A46 Antelope Qtz Quartzite
Canyon

47 DLCDP-A47 Muleshoe Ls Limestone
Valley

48 DLCDP-A48 Antelope Aal Sandy Gravel GP
Canyon

49 DLCDP-A49 Dutch John Aaf Silty Gravel GM
Mountains

50 DLCDP-A50 Bristol Aaf Gravelly Sand SP T 40
Pass

IJUN so



FIELD OBSERVATIONS

DISTRIBUTION OF
MTERIAL FINER C.0
THAN COBBLES, SIEVE ANALYSIS, PERCENT PASSING (ASTI
_PR DELETERIOUS

• .a MATERIALS=, m -, = mu .. o o o
-W aj 3" 3,' No. NO. NO. N

'4 8 16

Hard Slight Calcite Veins

Hard Slight Volcanic Glass,
Pumice, Vesicles

Very Fresh None
Hard

25 75 0 None Chert, Volcanic
Glass, Caliche
Coatings

30 70 T None Volcanic Glass,
Caliche Coatings

None Volcanic Glass, 79.6 59.3 46.2 39.0 34.4
Caliche Coatings

None 15% Ash Fragments 94.7 93.2 81.7 63.9 45.8 36.1 29.1 24.0
and Clay Lumps

45 55 T None Low Density
Material

Very Slight None
Hard

Hard Slight Calcite Veins

None Caliche Coatings, 97.8 83.7 70.0 60.8 52.5 45.4 35.1 23.
Volcanic Ash

None 10% Chert, Caliche 100 96.4 73.7 38.2 28.2 23.5 21.
Coatings

40 60 T None Chert, Pumice

L



LABORATORY TEST DATA
SPECI F IC GRAV I TV hMORPTIONALLI

(ASTM C 135) SOUNDNESS TEST c R M EGFIEj EATECIVY

__________SPECIFIC GRAVITY '- VSPCIFIC GRAVT -! _ ____

NO NO. O IN$4. PERCENT PERCENT LOSS K BULK Z BULKAPACF

30 50 100 200 WER C A~SSD ENT SSO ENT ~

64.9

20.4 11.97 2.54 2.59 2.67 1.96

24.8 21.6 18.8 15.8 27.8 8.26 18.16

23.1 12.0 6.9 4.7 22.7 20.33

21.1 20.3 19.6 17.6 25.6 5.10 8.00 2.63 2.67 2.75 1.56 2.56 2.61 2.68 1.79

27.5 5.30 2.60 2.65 2.73 1.84

DRY LAKE.

UN st

DEPARIMENI

0 4"-



I1ow 

owl

ALKALI
REACTIVITY ku

IT co (ASTI C 289) c
PPAII"
PA CA FA

ENT _____

11cr

IIcr

IIcr

hif

IIf/c

Ic

Ic
if

Ic fc

IIcr

Ilor i

IIc/f

2.68 1.79 Ie/f

Ic
lif

FUN NATIONAL FIELD STATION
AI SVIPPLEIENTAI TEST DATA

Dl LAK. UVL1INOE, DELALNAN. AND PANAOC VALLEYS
I AK !

II SIING INVESTIGATION A-I

OEPARINIII Of TNE All FORCE - O

.1 ,,



16-71-37

* FIELD GEOLOGIC MATERIAL USCS

z STATION UNIT DESCRIPTION SYMBOL

51 DLCDP-A51 Delamar Ls Limestone
Valley

52 DLCDP-A52 Delamar Vu Ignimbrite
Valley

53 DLCDP-A53 Delamar Vu Rhyolite
Valley

54 DLCDP-A54 Delamar Vu Andesite
Valley

55 DLCDP-A55 Delamar Vu Rhyolitic Tuff
Valley

56 DLCDP-Bl Muleshoe Ls Limestone
Valley

57 DLCDP-B2 Sidehill L3 Limestone
Valley

58 DLCDP-B3 Steward L3 Limestone
Spring h-

59 DLCDP-B4 Muleshoe Ls Limestone
Valley

60 DLCDP-B5 Muleshoe Vu Andesite
Valley

61 DLCDP-B6 Muleshoe Vu Welded Tuff
Valley

62 DLCDP-B7 Miller Vu Welded Ash Flow
Summit

4

/ '-- -



FIELD OBSERVATIONS
II STEIUTION OF
ITERIAL FINER 10-
MAN COBBLES, SIEVE ANALYSIS, PERCENT PAS'NG (ASMERCN''DE LETERlI OUS

W 0 MATERIALS

3NO. NO. NO. N8.

Hard Slight <5% Chert

Hard Slight Volcanic Glass,
Low Density
Materials

Hard Slight Volcanic Glass,
Low Density
Materials

Hard Slight Volcanic Glass

Mod. Moderate Volcanic Glass,
Hard Pumice, Vesicles

Hard Slight None

Very Fresh None
Hard

Very Fresh Chert
Hard

Hard Slight Chert

Very Slight -Volcanic Glass
Hard

Hard Slight Volcanic Glass,
Pumice

Hard Slight Volcanic Glass

d



N o N CENT PERCENT LOSS BU K APPA t B SULK APPAR -
300 200 WEAR CBULK SO ENT r- SSO ENT - CA

62.5 Potentially
Deleterious

35.2 5.61 2.67 2.68 2.70 0.47

I any

AL ........



ALKAL I
REACTIVITY Sw~

UJ14(ASTI C 289) a

U CA FA

11cr

11cr

Potentially 11cr
Deleterious

Icr

11cr

11cr

I1cr

I1cr

FUINO NATIONAL FIELD STATION
A10 SUPPLENENTARY TEST DATA

ONY LAKE. UULESNOE. DELAMAK. AND PANKOC VALLEYS

#I S11ING INVESTIGATION TAILI

DEPARTMENT OF THE AIR FORCE - 00 A-1
A

mm >7/



FN-Tli-27,

* FIELD LOAIN GEOLOGIC MATERIAL USCS j
STAT IO CTON UNIT DESCRIPTION SYMBOL ~

63 DLCDP-B8 Miller Ls Limestone
Summit

64 NV-R-27 Chief Range Au Silty Sand SP-SM

65 NV-R-28 Chief Range Au Gravelly Sand SP

66 NV-R-30 Pioche Aaf Sandy Gravel GP-GC
Hills

67 NV-R-31 Lake Aaf Clayey Sanduff SC-SM
Valley

68 NV-R-32 Lake Vu Rhyolite
Valley

69 NV-R-33 Grassy Aaf Sandy Gravel GP
Mountain

70 NV-R-85 Hiko Range Cau Limestone

71 NV-R-86 Pahranagat Au Silty Sand SM
Viley

72 NV-R-87 Pahranagat Aal Silty Sand SM
Valley

73 NV-R-88 Pahranagat Au Silty Sandf SP/SW
Valley

74 NV-R-89 Pahranagat Aar Silty Sand SP-SM
Valley

75 NV-R-90 Pahranagat Vu Silicic Tuff
Valley

A- -

JUN 0

,~~~~~~~~~~~40 ...,. W , .:. , ,,el ,; 
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FIELD OBSERVATIONS

DISTRIBUTION OF
MATERIAL FINER C 0

THAN COBBLES, DELETERIOUS SIEVE ANALYSIS. PERCENT PASSING (AiPERCENT DEETRIU

*MATERIALS
= LU NO. NO. Nfl

Very Slight Chert
Hard

5 80 15 Low 95% Glassy
VolcaniCs

35 50 15 None 40% Glassy
Volcanios

60 35 5 Low Chert, Caliche,
Clay

5 60 35 Low 80% Glassy
Volcanics

Glassy

Chert, Caliohe 100 92.7 80.5 62.3 49.2 42.0 37.3 34

Chert

20 65 15 None 5% Glassy
Volcanics,

Caliche Coatings

25 60 15 None 95% Glassy
Volcanics

5 90 5 None 85% Glassy

Volcanics

10 80 10 Mod. 100% Glassy

Volcanics

Glassy



LABORATORY TEST DATA

SPECIFIC GRAVITY AI ABSORPTION A

PASSING (ASTM C 136) SOUNDNESS TEST REAC

__________SPECIFIC GRAVITY La SPECIFIC GRAVITY(AT

NO. NO. NO. NO tic. PERCENT PERCEN LOSS BULK APPAR BUL APPA CA
16 30 50 10 2OO WEAR -cA FA ENTNT_____ENT

37.3 30.5 6.8 26.0 5.3

- -- - -n



ALKALI
REACTIVITY
(ASTM C 289)

A CA FA

Ilcr

IIf

IIf/c

IIc/f

ITf

11cr

Ic
Iif

11cr

Iif

IIf

IIf

liarhif

11cr

FUNO NATIONAL FIELD STATION
AND SUPPLENENTAKY TEST DATA

DRY LAKE. MULISHNE, DELANAR. AND PARROC VALLEYS

Ml SITING INVESTIGATION 1TABLE
OEPARIMENT OF THE AIR FORCE - noA-

pE~ zn~AU 8 OF
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S ST
FIELD GEOLOGIC MATERIAL USCS * ITE

STAT I ON LOCATION UNIT DESCRIPTION SYMBOL i

76 NV-H-9 Chief Qtz Quartzite
Mountains

77 NV-H-IO Bristol Cau Limestone
Range

78 NV-H-11 Bristol Cau Limestone
Range

79 NV-H-15 Bristol Cau Limestone
Range

80 NV-H-16 Grassy Cau Limestone
Mountain

81 NV-H-17 Dutch John Cau Limestone
Mountain

82 NV-LN-1 Pahranagat Au Gravelly Sand SP
Valley

w

83 NV-LN-3 Delamar Su Sandy Gravel GP
Mountains

84 DL-T-1 Coyote Wash Aals Silty Sand SP-SM

85 DL-T-2 Dry Lake Aals Silty Sand SP-SM
Valley

86 DL-T-3 Dry Lake Aafs Gravelly Sand SP
Valley

87 DL-T-4 Dry Lake Aafs Silty Sand SP-SM
Valley

88 DL-T-5 Dry Lake Aafs Gravelly Sand SP
Valley

I JUN so
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FIELD OBSERVATIONS

DISTRIBUTION OF
MATERIAL FINER .-.

THAN COBBLES, c_ DERUSIEVE ANALYSIS, PERCENT PASSING (A
P NT ELETERIOUS

-j I I w MATERIALS
-0 " --j 3 NO. NO. NO.

c --4.C . 0 " 3 4 16

None

Dolomitic

Dolomitic

Chert

1 to 2% Chert

1 to 2% Chert

100 96.9 91.2 80.2 62 45.8 30.4

100 99.1 89.2 63.1 45.5 35.4 32.2

100 96.3 88 79.3 68.7' 33'

94.2 82.8 70.6 60.8' 43.

100 95 82 76 70 44

100 94.5 90.3 82 72' 45.

100 90 79 61 40' 20

A-



LABORATORY TEST DATA

a SPECIFIC GRAVITY AND ASORPTION- (ASTM C 127 AND C 1211) ALKALI

(ASTI C 136) SOUNDNESS TEST AST CI127TREACTIVITY
(ASTU C 8) (ASTI C 289)

_ _ _ SPECIFIC GRAVITY '- SPECIFIC GRAVITY s-M- ,o - -o-o• -%- - -

*- No. No. PC0 PERCENT PERCEN LOSS BULK APPAR IlELK APPA RCAF3,, 1 B~a ULK APPlA FA"

3 50 100 zoo WEAR CA FA BULK ENT 3 SSD ENT .. A

9.3 5.6 3.7 22.0 6.42 6.38 2.43 2.53

2.5 1.1 0.7 19.6 2.41 2.70

33 14.7 10.7 2.62

43.4 20.2 13.2 2.67

;4 7 3

115.3 22.7 16.7 2.66

20 10 8 2.64

DAY LAKE.

~~,~aUK $1
DEANIN



|ON

IONALKALI

REACTIVITY cc

VITY ~(ASTM C 289)

Mer
APP ~CA FAENT .

11cr

llerHcr

Hecr

Hecr

11cr

If/c

Ic/f

iIf

I7f/c

IIf

If/c

FUN NATIONAL FIELD STATION
AND SUPPLEENTANY TEST DATA

DRY LAKE, INLESOE. DELAMAR. AND PAMUOC VALLEYS

91 SITING INVESTIGATION YAlt[

DEPARTMENT OF THE AIR FORCE - We A-1

IUAlU7 OF I
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n FIELD GEOLOGIC MATERIAL USCS= LOCATION
STATION UNIT DESCRIPTION SYMBOL

0-

89 DL-T-6 Dry Lake Aala Silty Sand Sm
Valley

90 DL-T-7 Dry Lake Aals Silty Sand SP-SM
Valley

91 DL-T-8 Dry Lake Aafs Silty Sand Sm
Valley

92 MS-T-l Muleshoe Aafs Sandy Silt ML T
Valley

93 MS-T-2 Muleshoe Aals Silty Sand SN 0
Valley

94 MS-T-3 Muleshoe Aals Sandy Silt 14L T
Valley

95 MS-T-4 Muleshoe Aafs Gravelly Sand Sm 30
Valley

96 MS-T-5 Muleshoe Aafs Gravelly Sand SP-SM 18
Valley

97 MS-T-6 Muleshoe Aals Silty Sand Sm 20
Valley

98 P-T-2 Pahroc Aafs Silty Sand SM 5
Valley s

99 P-T-4 Pahroe Aafs Gravelly Sand Sm 20
Valley

100 P-T-6 Pahroc Aafs Gravelly Sand SP-SM 25
Valley

101 DM-T-2 Delamar Aafs Sandy Gravel GP 70
Valley

IJUNso



FIELD OBSERVATIONS

"' DISTRIBUTION OF
IIMATERIAL FINER ca

m THAN COBBLES, - ELTRIU SIEVE ANALYSIS. PERCENT PASSING
_.3 ERCENT L
i m MATERIALS

C. 141.PU., P NO NO. NO.
C t3' ' 4 8 16*

100 98 96.5 92* 7

99 93.5 85 70.5 31

100 87.3 75.3 65 57

T 25 75

0 65 35

T 40 60

30 55 15

18 70 12

20 60 20

5 75 20

20 60 20

25 70 5

70 25 5



LABORATORY TEST DATA

C., SPECIFIC GRAVITY AND ADSORPTION
ING (ASTI C 135) u SOUNDNESS TEST ____________

~ (ASTUSCS6C
_______ SPECIFIC GRAVITY ' SPECIFIC GRAVITY ! _____

NO. NO. NO. $40. PERCENT PERCENT LOSS BULK APPAR- ZBL PA- g6 30 50 100 20eBULKBUKCS 0 0 10 20 WEAR CA FA 550 ENT . BL SSD ENT ~ C

72.5 J44 33 26

39 13 9 2.61

48335.7 25.7 2.66

911T L

olPAN



ALKALI
REACTIVITY

(ASTM C 289)

CA FA
EuI£

6 hif

II!

6 Hf/c

Iff/c

Ilf

IIf

IIf

IIf

IIf

IIc/f

FUSIO NATIONAL FIELD STATION
AND SUPPLEMENTARY TEST DATA

DRY LAKE. MULESHOE. DELANAR, AND PANIOC VALLEYS

MI SITING INVESTIGATION TAILE

DEPARTMENT OF THE AIRFORCE- 00 a A-1

EmmaL.,0 z
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U FIELD GEOLOGIC MATERIAL USCS FLFIELD LOCATION.
Z STATION UNIT DESCRIPTION SYMBOL 8

-j 3W

102 DM-T-3 Delamar Aafs Silty Sand SP-Sm
Valley

103 DM-T-4 Delamar Aafs Gravelly Sand SM
Valley

104 DM-T-5 Delamar Aafs Silty Sand Sm 10
Valley

105 DM-T-6 Delamar Aafs Gravelly Sand S 2
Valley

106 DM-T-7 Delamar Aolf Sandy Silt ML
Valley

107 DM-T-8 Delamar Aafs Silty Sand Sm 51
Valley

108 DM-T-10 Delamar Aafs Silty Gravel GM

Vailey

'I O

{ / g ~ 3
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FIELD OBSERVATIONS

DISTRIBUTION OF
MIATERIAL FINER .

THAN COBBLES, SIEVE ANALYSIS. PERCENT PASSING (
PERCENT DELETERIOUS

12 MATERIALS
3 W % "# NO. NO. NO.
cc_. ____=_ 3 Z- 3 -" 4 8 16

20 70 10

25 60 15

10 80 10

20 65 15

0 50 50

5 80 15

40 40 20



LABORATORY TEST DATA
- ~ SPECIFIC GRAVITY AND ABSORPTION

SOUDNES TST(ASTI C 121 AND C 128) -A IKA
ING (T CCA) ONDS TEST REACT I

ING (ATI C 36) _SPECIFIC GRAVITY . SECIFICGRAVITY(ATC

0.REN NOS BEAR A-P B0. N NJ. NO. No. PERCENT PECN OSBULK APPAR %2 UKBUKAP CA
16 30 50 100 200 NEAR__ C A ULK SS ENT a SSO ENT ..

BIT L



ALKAL I
REACTIVITY CAL"

(ASTM C 289) =c

CA FA

'If

Tif

iif

Tit"

It.

llo/f.

FUGNO NATIONAL FIELD STATION
AND SUPPLEMENTAIT TEST DATA

DI? LAKE. .ULEINE. DLAMAR. AND PANMC VALLEYS

11111 SITING INVESTIGATION ALI

A-1
DPARM FTEA I AFOAf -00
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A-14

EXPLANATION OF EXISTING DATA

Existing data pertaining to aggregates were extracted from the

State of Nevada Department of Highways. These reports are

compilations of avaiable site data from existing files and

records and are intended to accurately locate, investigate, and

catalog materials needed for highway construction. Explanations

for column headings which appear in Table A-2, that have not

been previously discussed in Table A-l, are given below:

Column Heading Explanation

Site Number State of, Nevada Department of Highways pit
or site number. Locations correspond to map
numbers listed on this table and placed on
Drawing 1.

Soundness Test The testing of aggregates to determine their
resistance to disintegration by saturated
solutions of sodium sulfate. It furnishes

information helpful in judging the soundness
of aggregates subject to weathering action,
particularly when adequate information is
not available from service records of the
material exposed to actual weathering
conditions.

ur AT uuL. ING.
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II

"I: D SR L TMATERIAL
DATA SOURCE LOCATION DESCRIPTION

,- - 6" 3-0

109 LN15-1 Nevada Dept. Pahranagat Au Silty Gravel GP-GM 5 1
of Highways Valley

110 LN15-2 Nevada Dept. Pahranagat Au Silty Gravel GM-GC 3
of Highways Valley

111 LN15-3 Nevada Dept. Pahranagat Au Silty Gravel GP-GM 4
of Highways Valley

112 LN15-4 Nevada Dept. Pahranagat Aol Silty Gravel GM-GC 4
of Highways Valley

113 LN15-7 Nevada Dept. Pahranagat Au Silty Gravel GP-GM 4
of Highways Valley

114 LN15-8 Nevada Dept. Pahranagat Aol Silty Gravel GP-GM 9
of Highways Valley

115 LN15-12 Nevada Dept. Pahranagat Aol Silty Gravel GM 1
of Highways Valley

116 LNRS-3 Nevada Dept. Dry Lake Aolf Silty Gravel GP-GM 0
of Highways Valley

117 LN24-2 Nevada Dept. Delamar Au Clayey Gravel GC 4
of Highways Mountains

118 LN02-5 Nevada Dept. Pahranagat Aaf Sandy Gravel GP IC
of Highways Valley

119 LN02-7 Nevada Dept. Pahranagat Au Silty Gravel GM
of Highways Valley

120 LN02-8 Nevada Dept. Pahranagat Au Sandy Gravel GP
of Highways Valley

121 LN02-9 Nevada Dept. Pahranagat Au Gravelly Sand SP-SM
of Highways Valley

8 JUN so
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MICROCOPY RESOLUTION TEST CHART
NAI1ONAL BURIALT Of STANDARDS Tq6f A



a-,

SIEVE ANALYSIS -

NO. NO. NO. NO. NO. NO. NO. ,
3-6 13" 1 " 10 16 40 50 100 200 PERCENT PERCENT LOSS

WEAR BAL

10 26 49 4-13 23.1

4 19 35 5-26 25.4

5 28 48 2-20 25.4

4 16 31 5-11 28.3

4 12 24 4-12 36.9

9 30 45 5-12 25.5

1 6 10 5-16 35

1 11 29 7-22 25

6 18 26 1-68 34.8

100 92 84 77 62 48 68 49 20 15 96 22 6.42 6.38

100 81 61 48 31 21 16 15 13 9 5 43 23 2.97 2.

100 100 89 81 65 50 41 22 17 11 7 28.7

100 85 74 62 48 38 20 16 11 7 31.2



SPECIFIC GRAVITY AND ABSORPTION
(ASTI C 127 AND C 128)

PC--
COARSE AGGREGATE FINE AGGREGATE..- ALKALI REACTIVITY

- 2 (ASTI C 289)
[SPECIFIC GRAVITY ; SPECIFICG GA VIT a-- !!==

D.., BULK IAPPA B BULK APPA E g,BULK SSD ENTq BULK BUL So AR ENT I
O E ENT . .CA FA

2.65 NP

2.56 NP-16

2.65 NP

2.58 NP-9

2.51 NP

2.68 NP

NP

2.52 NP

2.52 NP-17

2.53

2.76 2.78 2.81 0.65

2.56 NP

2.59 NP

EXISTING TEST DATA
DRY LAKE, UrLESNOE. DELANAK. AND PANROC VALLEYS

i SITING INVESTIGATION 
AIL

OEPARTUNT OF THE AIR FORCE - M A-
....

I All .. ij
NI
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APPENDIX B

Summary of Caliche Development
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DIAGNOSTIC CARONATE MORPHOLOGY

STAGE GRAVELLY SOILS NONGRAVELLY SOILS

Thin, discontinuous pebble coatings Few filaments or faint coatings

Continuous pebble coatings, some Few to abundant nodules, flakes,

interpebble fillings filaments

Many interpebble fillings Many nodules and internodular

fillings

Laminar horizon overlying plugged Laminar horizon overlying plugged

horizon horizon

STAGE I T[ ElT ]
Weak Ca Strong Ca K Indurated K

K2Zm

GRAVELLY 
SOILS

K3 K<3

0

K21m

NONGRAVELLY SOILS ' 4 r K2 K22m

K3 K 3

- I..

Stages of development of a caliche profile with time. Stage I represents incipient carbonate

4 accumulation, followed by continuous build-up of carbonate until, in Stage IV, the soil is

completely plugged.

SUMARY OF CALICNE DEVELOPMIENT

01 SITING INVESTIGATION I ,,
eoferea : O~ll.L.H. Peterseo.F.P. aid eroeeamna...tge, OEPARTmENT OF THE AIR FOCE -.me 8M1

The A t lril: A mater hotlso of earbete

286O10010119: Sell Wess0. V. m o se-es
e JUN so



APPENDIX C

Unified Soil Classification System
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APPENDIX D

Dry Lake, Muleshoe, Delautar, and Pahroc Valleys
Study Area Photographs



FN-TR-37

Older Lacustrine Deposit (AoIg), widely scattered within

Pahranagat Valley, southwest of the Pahroc Valley area;

Class I, coarse aggregate source (Field Station 30).

DRY LAKE, MULESHOE, DELAMAR, AND PAHROC
VALLEYS STUDY AREA PHOTOGRAPH

MX SITING INVESTIGATION I
DEPARTMENT OF THE AIR FORCE -iNO 0-I

IloseLP___O NATIONAL_IN D .
*jim e



FN-TA-37

Sandstone member of the Simonson Dolomite (Do) located

within Pahroc Valley In the southwestern portion of the

study area; Class I, crushed rock aggregate source

(Field Station 35).

DAY LAKE. ULESHOE, DELANAR. AND PANNOC
VALLEYS STUDY AREA PHOTOGRAPH

91 SITING INVESTIGATION P18111

DEPARTMENT OF THE AIR FORCE -NO 0-2
_______________________________a WU N TvaNAlL Ing,

I 'JUN so
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APPENDIX E

Fugro National Geologic Unit Cross Reference
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UARSA POTENTIAL
AGGREGATE FUGRO NATIONAL GENERAL GEOLOGIC

SOURCE SYNOOLS UNIT EXPLAATION

u . ...... . ... . . . .

Ls,1+ Do, ,Cau++,

G -- . ... ... .....
Cr -- J..... .. ...... .. .... .... ..

Vi ,,i, J~ *.8 at, ,, lO, t.. q O flI

VU -- ~ ~ ~ ~~ V ... t.......... ......... ...

Vu

Su, OTz -- ............. ....,,

L s, O, Cau - -- *'a....... .............

vu ........ ... .

S z -- - -j.,t r:. so ...............

GTz

All -- WIA tt. - o,. , , .. ,O a

Au, hl -- ].

Au.Au -- ~~~...... ...... ..........

FUGRO NATIONAL GEOLOGIC UNIT CROSS REFERENCE
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EXPLAN~ATION

FUGRO NATIONAL FIELD STATIONS

BASIN-FILL UNIIS (PotentialI Coarse and/or Fine AggregatesI

0 Data3 Stop. Sampled and Tested

'S0 Data Stop

ROCK Ut~l1S (Paten tialI Criushed Rock Aggrega tes)-

A gata Stop, Sampled and Tested

c A Data Stop-

EXISTING TEST DATA SITES

0 last Data Available

Note- See Corresponoing Map Number in Appendix A for Detai led Information

-
- -

*FUGRO NATIONAL FIELD STATION
-*AND EXISTING DATA SITE LOCATIONS
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IOETA AGREAT SURE
BASIN-FILL UNITS*

(r aI Stream Channel Deposits (Al)

Af Alluvial Fan Oeposits (A5)

<K ol Older Lacustrine Deposits (A4o)

Au Alluvial Deposits Undifferentiated

SROCK UNITS* :

Yb Basa It (13)

Vu Volcanic Rocks Undifferentiated (12 and or 14)

Cr Granitic Rocks (I

UQ uartzite (M and or SI)

Ls Limestone (S2)) o Dolomjtil (S2)

Cu Carbonate Rocks Undifferentiated (S2)

Su Seiienbily Rocks Undifferentiated (3)

Olefersoce Appendix E for Symbol Explanation and Cuupariso

C~SYMBOL
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%... ~ geologic Contact.Dashed Where Approuimte

Approximate Concrete Aggregate and/or
Road-Base Materials Source Boundary

Verification Study Area

FUGRO NATIONAL VALLEY-SPECIFIC AGGREGATE RESOURCES
SAMPLED AND TESTED FIELD STATIONS

BASIN-FILL AGGREGATE SAMPLE CRUSHED ROCK CLASSIFICATION
COARSE (c) AND FINE (t) SAMPLE_______

0 A CLASSI

& CLASS

0 ACLASS Mf

NOTE: SEE CORRESPOIDING MAP NUHER IN APPENDIX A FOR DETAILED INFORMATION

DRY LAKE. MUILESHOE, DELAMAR. AND PAHROC VALLEYS
0 l 1IG

MX SITING INVESTIGATION

'wf -7- a-,




